intertek

Total Quality. Assured.

TEST REPORT

Customer:
Address:

OPT PHILIPPINES INC.,
Unit 406 Emerald Place Bldg., 604 Shaw Blvd., Kapitolyo,Pasig City

PAB ACCREDITED
TESTING LABORATORY
PNS ISO/IEC 17025 : 2005
LA-2013-251A

Requestor: Ms. Lorena Magdalena

Equipment Information : : ; ;

Saurce: -
Equipment Name: -
Equipment Brand/Model: -
Sample location: -
Type of Lubricant Oil: -
sample information”

115 Job Reference No: 0418-0918-LCM
ITS Sample Nao: ITS-L-2518-09/18
Bate Reczived 19.Sep-18

Date Tested: 19-24-5ep-18
Report Date 24-5ep-18

Sampling Date: August 25, 2015 @0900H
Equipment Service, hrs: -

Qil Service, hrs: -

DNV /AKG /FMM

s OIL ANALYSIS DATA
: Test Conducted == * Unit
Physical Properties

Tested By:

Lubricant Condition Rating

Appearance/ Color Light Yellow
Viscosity at 40°C (ASTM D445-17) ¢St 51.62
Viscosity at 100°C (ASTM D445-17) 5t 7.666
Viscosity index ( ASTM D2270-10el ) 113
*Total Acid Number (ASTM D664-17) mg KOH/g 0.74
Contaminants
*Water Content (ASTM E203-08) % mass 0.048 !
‘Elemental Analysis by ICP (ASTM D5185-13) 5 Water Content %mass i
Iron (Fe) me/kg <1 L e e I R S sk
Chromium (Cr) me/kg <1 i i
Molybdenum (Mo) mg/kg <1 el
Copper (Cu) mg/kg <1
Lead (Pb) mg/kg <1
Silver (Ag) me/kg <1 | |
Tin {Sn) meg/kg <1 i :
Aluminum (Al) me/ke <1 | !
Nickel (Ni) me/kg <1 |
Vanadium (V) me/kg <1 ! i
Silicon (Si) me/kg - ! i
Boron (B) mg/kg <1 i :
Sodium (Na) mg/kg <1 I
Magnesium (Mg) me/kg <1 ! |
Phosphorous (P) mg/keg 322 1 :
T g ann : |
Fine (Zn) r&ikE 424 i
Barium (Ba) mg/kg : <1
Calcium {Ca) mg/kg 51
Potassium (K) mg/kg 1
Titanium (Ti) mg/ke <1 L
Remarks: Sample tested os received. 'The analysis was conducted by ITS Singapore OCM Lob, reference to OC1809840.
*Test is accredited by Philippine Accreditation Bureau (PAB), DT, Philippines in accordance with the scope of PNS ISO/I2E27025:2005
Checked

Reviewed By: Appr:zeg by:

Man \-M. Ma,

Registgred Chemist
PRC Licerfse No. 6552
Reg. Datg: 21 january 1986
Exp. Datd: 9 November 2020
PTR No.: B653956

Date Issupd: 25 January 2018
Exp. Datet 31 Decembe. 2018
Makati City

Eula Joy T.1 n, RChE

This report (including any enclosures and attachments hereof) has been prepared for the exclusive use and benafit of the addressee(s) and solely for the purpose for which it is

intended. Unless Intertek Philippines provide or express prior written consent, no part of this report should be re
not accept any liability if this report has been used maliciously or used for purpose other than it was originall

third party in respect of this report.

duced, distributed or communicated to any third party. We do
intended or stated, nor do we owe any duty of care to any

Attention is drawn to the terms and conditions which was agreed and signed upon together with the proposal or test application form.

Intertek Testing Services Philippines, Inc.
Intertek Building, 2307 Chino Roces Ave. Extension, Makati City, 1231 Philippines
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